


 
Test Report 

              
 

No.: CTL1903042101-R        Date: Mar. 15, 2019       Page 2 of 17 

Shenzhen CTL Testing Technology Co., Ltd. 
Floor 1-A, Baisha Technology Park, No.3011, Shahexi Road, Nanshan District, Shenzhen, China 518055  
Tel: +86-755-89486194   E-Mail: ctl@ctl-lab.com 
 

 

Test Results: 

 

Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

   

   

   

   

   

1 Metal shell 

   

SGS Report No.: 

CANEC161855237524

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

2 Insulating paint 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC162724245 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

   

   

   

   

   

3 Metal screw 

   

SGS Report No.: 

CANEC16152752420
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Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

   

   

   

   

   

4 Fiber optic interface 

   

SGS Report No.: 

CANEC161520452042

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

   

   

   

   

   

5 RJ45 interface 

   

SGS Report No.: 

CANEC164240453 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

6 LED 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC16424520457
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Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

7 Solder 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC160452452 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

8 PCB 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC16424524 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

9 Chip Capacitance 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC16044524524
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Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

10 Chip Resistance 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC16002452043

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

11 Chip Inductance 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC164545323 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

12 Diode 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC165452452 



 
Test Report 

              
 

No.: CTL1903042101-R        Date: Mar. 15, 2019       Page 6 of 17 

Shenzhen CTL Testing Technology Co., Ltd. 
Floor 1-A, Baisha Technology Park, No.3011, Shahexi Road, Nanshan District, Shenzhen, China 518055  
Tel: +86-755-89486194   E-Mail: ctl@ctl-lab.com 
 

 

Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

13 IC 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC16134524524

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

14 Crystal oscillator 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC1644524241 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

15 Key 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC1625245245 

 

 



 
Test Report 

              
 

No.: CTL1903042101-R        Date: Mar. 15, 2019       Page 7 of 17 

Shenzhen CTL Testing Technology Co., Ltd. 
Floor 1-A, Baisha Technology Park, No.3011, Shahexi Road, Nanshan District, Shenzhen, China 518055  
Tel: +86-755-89486194   E-Mail: ctl@ctl-lab.com 
 

 

Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

   

   

   

   

   

16 Metal stud 

   

SGS Report No.: 

CANEC1620453454 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

17 Thermal adhesive 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC1620453242 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

18 Heat sink 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC1624524 
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Part 

No. 
Part Name 

Restricted 

Substances
Unit Results Reference report No.

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

19 
Common mode 

inductance 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC1620542782 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

20 Label 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC162075245 

Cd mg/kg N.D. 

Pb mg/kg N.D. 

Hg mg/kg N.D. 

Cr6+ mg/kg N.D. 

PBBs mg/kg N.D. 

PBDEs mg/kg N.D. 

DBP mg/kg N.D. 

BBP mg/kg N.D. 

DEHP mg/kg N.D. 

21 Plastic 

DIBP mg/kg N.D. 

SGS Report No.: 

CANEC162527525 
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ROHS Requirement 

 

Restricted substances MDL Limits 

Lead(Pb) 5 0.1%(1000 ppm) 

Cadmium(Cd) 5 0.01%(100 ppm) 

Chromium(VI)(Cr6+) 5 0.1%(1000 ppm) 

Mercury(Hg) 5 0.1%(1000 ppm) 

Polybrominated biphenyls(PBBs) 5 0.1%(1000 ppm) 

Polybrominated diphenyl 

ethers(PBDEs) 
5 0.1%(1000 ppm) 

Dibutyl Phthalate (DBP). 5 0.1%(1000 ppm) 

Benzylbutyl Phthalate (BBP). 5 0.1%(1000 ppm) 

Bis-(2-ethylhexyl)  

Phthalate (DEHP). 
5 0.1%(1000 ppm) 

Diiso butyl Phthalate (DIBP) 5 0.1%(1000 ppm) 

 

 

Note: 

_mg/kg=ppm=0.0001% 

-MDL=Method Detection Limit 

-N.D. =not detected (<MDL) 

-Photo is included 

-Test results are from other testing organizations. Shenzhen CTL Testing Technology Co., Ltd. has no 

liability to assume the verification of the authenticity of the above test reports results. 
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Photographs of Sample: 
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....................... End Of Report......................... 

 


